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Sl. No Name of Sample Test Parameter Instruments Name  Fee (Without VAT) Working Days
1 Tiles Abrasion Resistance 3000 7
2 Inorganic Chemicals Acidity 3000 7
3 Cement Air Content 6000 7

4 Inorganic Pigment/Red Iron Oxide Alkali Resistant 3000 7

5 Cement Clinker (IGCRT) Alumina 3000 7

6

Alloy/Bauxite/Alum/Boiler 
Scale/Bowl/Brick/Cement 
Clinker/Ceramic Glazes/Ceramic 
Raw Materials/Clay/Dicalcium 
Phosphate/Dolomite/Earthen 
Wares/Enamel Finished 
Products/Enamel Raw 
Materials/Feldspar/Fly 
Ash/Glass/Gypsum/Lime 
Stone/Mineral Sample/Liquid 
Sample/Mug/Plate/Porcelain 
Wares/Refractory Material/Rice 
Husk Ash/Rock/Sand /Slag/Stone 
Wares/Quartz/Solid unknown 
Samples/Castable 
Material/Ceramic Finished 
Products/Inorganic 
Chemicals/Stone Aggregate

Aluminium 3000 7

7 Zeolite Aluminium Oxide (Al2O3) 3000 7
8 Alloy Antimony 5000 7

9
Antimonical Lead/Glass/Mineral 
Sample

Antimony 5000 7

Institute of Glass & Ceramic Research and Testing (IGCRT)
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Sl. No Name of Sample Test Parameter Instruments Name  Fee (Without VAT) Working Days

Institute of Glass & Ceramic Research and Testing (IGCRT)

10 Glass
Aresenic in the surface glass test 
extraction solution

5000 7

11 Alloy Arsenic 3000 7

12

Antimonical Lead/Glass/Mineral 
Sample/Liquid Sample/Solid 
unknown Samples/Inorganic 
Chemicals/Water/Drinking Water

Arsenic 5000 7

13 Ceramic Glazes/Sulphur Ash 3000 7
14 Inorganic Pigment Atmospheric Curing Stability 10000 7

15

Alloy/Ceramic Glazes/Ceramic 
Material/Ceramic Raw 
Materials/Ceramic 
Tablewares/Clay/Dolomite/Earthe
n Wares/Enamel Finished 
Products/Feldspar/Inorganic 
Pigment/Lime 
Stone/Glass/Porcelain 
Wares/Quartz/Stone 
Wares/Sand/Ceramic Finished 
Products

Barium 5000 7

16 Chromium Oxide Basicity 4000 7
17 Inorganic Chemicals Basicity 3000 7
18 Ceramic Material-(IGCRT) Bending Strength 3000 7

19 Ceramic Finished Products
Biscuit Fire (for two burners) 
per batch

1200 7

20
Alloy/Glass/Mineral 
Sample/Inorganic Chemicals

Bismuth 3000 7
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Sl. No Name of Sample Test Parameter Instruments Name  Fee (Without VAT) Working Days

Institute of Glass & Ceramic Research and Testing (IGCRT)

21 Alloy Boron 5000 7

22

Clay/Bowl/Dolomite/Enamel Raw 
Materials/Enamel Finished 
Products/Feldspar/Mug/Plate/Lime 
Stone/Quartz/Sand

Boron 3000 7

23 Clay (IGCRT) Bulk Density 3000 7
24 Cement Clinker (IGCRT) C2S 3200 7
25 Cement Clinker (IGCRT) C3A 3200 7
26 Cement Clinker (IGCRT) C3S 3200 7
27 Cement Clinker (IGCRT) C4AF 3200 7

28

Alloy/Bowl/Calcium 
Additive/Ceramic Raw 
Materials/Ceramic 
Tablewares/Diammonium 
Hydrogen Phosphate/Clay/Earthen 
Wares/Cold 
Lime/Dolomite/Enamel Finished 
Products/Enamel Raw 
Materials/Feldspar/Glass/Lime 
Stone/Liquid Sample/Mug/Mineral 
Sample/Plate/Porcelain 
Wares/Quartz/Sand /Solid 
unknown Samples/Stone 
Wares/Castable Material/Ceramic 
Finished Product/Inorganic 
Chemicals

Cadmium 5000 7
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Sl. No Name of Sample Test Parameter Instruments Name  Fee (Without VAT) Working Days

Institute of Glass & Ceramic Research and Testing (IGCRT)

29

Alloy/Bauxite/Boiler 
Scale/Bowl/Brick/Cement 
Clinker/Clay 
/Lithopone/Dicalcium 
Phosphate/Dolomite/Earthen 
Wares/Feldspar/Lime 
Stone/Enamel Finished 
Products/Enamel Raw 
Materials/Fly Ash/Glass/Liquid 
Sample/Gypsum/Lithopone/Mug/
Magnesium Sulfate/Mineral 
Sample/Porcelain 
Wares/Plate/Quartz/Rice Husk 
Ash/Rock/Sand /Slag/Solid 
unknown Samples/Stone 
Wares/Castable Material/Ceramic 
Finished Product/Water/Drinking 
Water/Stone Aggregate

Calcium 3000 7

30 Refractory Material(IGCRT) Calcium 6000 7

31 Stone/Lime Stone/Lime Powder Calcium 3000 7

32 Tiles/Zeolite Calcium Oxide 3000 7
33 Fly Ash Carbon Content 3000 7
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Sl. No Name of Sample Test Parameter Instruments Name  Fee (Without VAT) Working Days

Institute of Glass & Ceramic Research and Testing (IGCRT)

34 Cement (OPC/PCC)

Chemical Analysis (Silica, 
Alumina,Calcium 
Oxide,Magnesium 
Oxide,Iron(III) Oxide,IR,Loss 
on ignition(LOI

39000 15

35 Cement Clinker (IGCRT)

Chemical Analysis (Silica, 
Alumina,Calcium 
Oxide,Magnesium 
Oxide,Iron(III) Oxide,IR,Loss 
on ignition(LOI)

41000 15

36 Cement Clinker (IGCRT)

Chemical Analysis (Silica, 
Alumina,Calcium 
Oxide,Magnesium 
Oxide,Iron(III) Oxide,IR,Loss 
on ignition(LOI) With 
C2S,C3S,C3A,C4AF.

45000 15

37 Cement (OPC/PCC)

Chemical Analysis (Silica, 
Alumina,Calcium 
Oxide,Magnesium 
Oxide,Iron(III) Oxide,IR,Loss 
on ignition(LOI) With 
C2S,C3S,C3A,C4AF.

43000 15

38 Brick Chemical Composition 21000 7
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Sl. No Name of Sample Test Parameter Instruments Name  Fee (Without VAT) Working Days

Institute of Glass & Ceramic Research and Testing (IGCRT)

39

Inorganic Pigment/Lime 
Stone/Quartz/Sand/Dolomite/Felds
par/Ceramic 
Glazes/Glass/Bauxite/All Types of 
Inorganic Pigments

Chemical Composition 10000 7

40 Clay (IGCRT)

Chemical Composition, 
Chemical Analysis (Silica, 
Alumina,Calcium 
Oxide,Magnesium 
Oxide,Iron(III) Oxide,IR,Loss 
on ignition(LOI

20000 15

41 Cement Clinker (IGCRT) Choloride 5000 7

42

Inorganic Acids/Cold 
Lime/Phosphoric Acid/Calcium 
Additive/Alum/Sulphuric 
Acid/Inorganic Chemicals/Cement 
Admixture/Zeolite

Choloride 3000 7

43

Chromium 
Oxide/Alloy/Glass/Mineral 
Sample/Inorganic 
Chemicals/Zeolite

Chromium 5000 7

44
Liquid Sample/Solid unknown 
Samples/Water/Drinking Water

Chromium 3000 7

45 Glass/Alloy/Mineral Sample Cobalt 3000 7
46 Alum Combined Alumina 3000 7
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Sl. No Name of Sample Test Parameter Instruments Name  Fee (Without VAT) Working Days

Institute of Glass & Ceramic Research and Testing (IGCRT)

47 Cement Clinker (IGCRT)
Compressive Strenght : 3, 7 and 
28 Days

9000 7

48 Cement (OPC) Consistancy (Normal) 3000 2
49 Antimonical Lead/Alloy Copper 5000 7

50
Liquid Sample/Glass/Mineral 
Sample/Solid unknown 
Samples/Water/Drinking Water

Copper 3000 7

51 Mineral Sample Cyanide 3000 7

52
Alum/Black Iron Oxide/Inorganic 
Pigment/Red Iron Oxide/Inorganic 
Chemicals/Cement Admixture

Density 3000 7

53
Brick/Cement 
Clinker/Glass/Refractory 
Material/Rock/Stone Aggregate

Density (Bulk) 3000 7

54 Solid (IGCRT)
Dilatometry (upto 1200Â°C 
with Cooling Curve)

5000 7

55 Solid (IGCRT) Dilatometry (upto 1200Â°C) 4000 7

56 Solid (IGCRT)
Dilatometry (upto 1500Â°C 
with Cooling Curve)

6000 7

57 Solid (IGCRT) Dilatometry (upto 1500Â°C) 5000 7

58 Solid (IGCRT)
Dilatometry combine with 
TGA/DSC

10000 10

59 Solid (IGCRT)
Dilatometry combine with 
TGA/DSC included Cooling 
curve

11000 10

60 Solid (IGCRT)
Dilatometry combine with 
TGA/DSC included CTE

11000 10

61 Cement Admixture Dry Material content 5000 7
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Sl. No Name of Sample Test Parameter Instruments Name  Fee (Without VAT) Working Days

Institute of Glass & Ceramic Research and Testing (IGCRT)

62 Brick Efflorescence Test 5000 7

63

Powder

Element / Elemental oxide 
(Fusion bead method by 
WDXRF)

12000 7

64

Powder

Element / Elemental oxide 
(Geo-quant method by 
WDXRF)

14000 7

65

Powder / Glass / Metal

Element / Elemental oxide 
(Press pellet method by 
WDXRF)

10000 7

66 Zinc Ash/Zinc Dust Ferric oxide 3000 7
67 Stone Ferrous Sulphate 6000 7
68 Stone Aggregate Ferrus Sulfied, FeS 3000 7
69 Cement Clinker (IGCRT) Fineness 5000 7

70
Phosphoric Acid/Inorganic 
Acids/Sulphuric Acid

Fluoride 3000 7

71
Alum/Magnesium 
Sulfate/Inorganic Chemicals

Free Acid 3000 7

72 Cement Clinker (IGCRT) Free Lime 7000 7

73
Powder, pallet, liquid, thin 
film, film FTIR-ATR analysis

4000 7

74 Sheet Glass FT-NIR analysis 2500 7
75 Powder Material Fuctional Group 5000 7
76 Solid unknown Samples Functional Group Analysis 3000 7
77 Stone/Glass General Comments 1500 7

78 Ceramic Finished Products
Glaze Fire (for two burners) per 
batch

3500 7

79 Alloy Gold 10000 7
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Sl. No Name of Sample Test Parameter Instruments Name  Fee (Without VAT) Working Days

Institute of Glass & Ceramic Research and Testing (IGCRT)

80
Inorganic Acids/Sulphuric 
Acid/Phosphoric Acid

Gypsum 3000 7

81 Cement Clinker (IGCRT) HM 3000 7

82 Glass
Hydrolytic resistance of glass 
after surface etching

5000 7

83 Glass
Hydrolytic resistance of glass 
grains at 121 (degree celcius)

5000 7

84 Glass
Hydrolytic resistance of interior 
surface of glass container

5000 7

85

Powder

Hysteresis Loop (Room 
temperature) by Vibrating 
sample magnetometer (VSM)

6000 7

86

Powder

First order reversal curve 
(Room temperature) by 
Vibrating sample 
magnetometer (VSM)

6000 7

87 Caustic Soda/Inorganic Chemicals Impurities 10000 7

88
Magnesium Sulfate/Potassium 
Silicate

Insoluble Part 2000 7

89
Red Iron Oxide/Black Iron 
Oxide/Inorganic Chemicals

Insoluble Part 3000 7

90 Gypsum/Cement Clinker Insoluble Residue (IR) 3000 7
91 Alum Insoluble Substance 2000 7
92 Cement Clinker (IGCRT) IR and SO3 6000 7
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Sl. No Name of Sample Test Parameter Instruments Name  Fee (Without VAT) Working Days

Institute of Glass & Ceramic Research and Testing (IGCRT)

93

Alloy/Alum/Antimonical 
Lead/Bauxite/Black Iron 
Oxide/Boiler Scale/Ceramic 
Glazes/Ceramic Raw 
Materials/Clay /Dicalcium 
Phosphate/Dolomite/Feldspar/Fly 
Ash/Gypsum/Inorganic 
Acids/Lime Stone/Liquid 
Sample/Glass/Mineral 
Sample/Phosphoric 
Acid/Quartz/Rice Husk 
Ash/Rock/Sand/Slag/Solid 
unknown Samples/Sulphuric 
Acid/Inorganic Chemicals/Stone 
Aggregate/Stone

Iron 3000 7

94
Brick/Cement Clinker/Refractory 
Material/Castable Material

Iron 5000 7

95 Zeolite Iron Oxide (Fe2O3) 3000 7
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Sl. No Name of Sample Test Parameter Instruments Name  Fee (Without VAT) Working Days

Institute of Glass & Ceramic Research and Testing (IGCRT)

96

Alloy/Antimonical Lead/Calcium 
Additive/Ceramic Raw 
Materials/Ceramic 
Tablewares/Cold 
Lime/Diammonium Hydrogen 
Phosphate 
(DAP)/Dolomite/Clay/Earthen 
Wares/Enamel Finished 
Products/Enamel Raw 
Materials/Feldspar/Liquid 
Sample/Mineral 
Sample/Mug/Plate/Porcelain 
Wares/Lime 
Stone/Quartz/Sand/Solid unknown 
Samples/Stone 
Wares/Glass/Sulphur/Ceramic 
Artical/Inorganic 
Chemicals/Water/Drinking 
Water/Bowl/Ceramic Finished 
Products

Lead 5000 7

97 Dry Horns Lead Lead acetate Basic 5000 7
98 Ceramic Tablewares Lead and Cadmium 10000 7
99 Dry Horns Lead Lead Oxide 5000 7
100 Tiles Length and Width 2000 7
101 Inorganic Pigment Light Resistant : 28 days 10000 7
102 Tiles Liner Thermal Expansion 3000 7

103 Clay (IGCRT)
Liquid Limit,Plastic Limit And 
Plasticity index

15000 7
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Sl. No Name of Sample Test Parameter Instruments Name  Fee (Without VAT) Working Days

Institute of Glass & Ceramic Research and Testing (IGCRT)

104

Bauxite/Black Iron Oxide/Ceramic 
Raw Materials/Clay 
/Dolomite/Inorganic Pigment/Lime 
Stone/Feldspar/Fly Ash/Lime 
Stone/Red Iron Oxide/Rice Husk 
Ash/Rock/Slag/Stone 
Aggregate/Zeolite

LOI (Loss on Ignition) 2000 7

105
Brick/Cement 
Clinker/Quartz/Refractory 
Material/Sand/Castable Material

LOI (Loss on Ignition) 3000 7

106 Tiles Loss on ignition 3000 7
107 Cement Clinker (IGCRT) LSF 10000 7
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Sl. No Name of Sample Test Parameter Instruments Name  Fee (Without VAT) Working Days

Institute of Glass & Ceramic Research and Testing (IGCRT)

108

Alloy/Bauxite/Boiler 
Scale/Bowl/Brick/Cement 
Clinker/Ceramic Glazes/Cement 
Clinker/Ceramic Raw 
Materials/Calcium Additive/Clay 
/Cold Lime/Dolomite/Earthen 
Wares/Enamel Finished 
Products/Enamel Raw 
Materials/Feldspar/Fly 
Ash/Glass/Gypsum/Inorganic 
Acids/Lime Stone/Liquid 
Sample/Magnesium 
Sulfate/Mineral 
Sample/Mug/Porcelain 
Wares/Phosphoric 
Acid/Quartz/Plate/Rice Husk 
Ash/Refractory 
Material/Rock/Sand/Stone 
Wares/Sulphuric Acid/Slag/Solid 
unknown Samples/Ceramic 
Finished Products/Inorganic 
Chemicals/Zeolite/Water/Drinking 
Water/Stone Aggregate/Lime 
Powder

Magnesium 3000 7

109 Castable Material Magnesium 6000 7
110 Tiles Magnisum Oxide 3000 7
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Sl. No Name of Sample Test Parameter Instruments Name  Fee (Without VAT) Working Days

Institute of Glass & Ceramic Research and Testing (IGCRT)

111
Liquid Sample/Mineral 
Sample/Solid unknown 
Samples/Water/Drinking Water

Manganese 3000 7

112 Alloy Mercury 5000 7

113

Ceramic Raw Materials/Bowl/Clay 
/Dolomite/Earthen Wares/Enamel 
Finished Products/Enamel Raw 
Materials/Feldspar/Glass/Lime 
Stone/Mug/Plate/Porcelain 
Wares/Quartz/Stone 
Wares/Ceramic Finished 
Products/Sand

Mercury (Hg2O) 5000 7

114

Bowl/Earthen Wares/Clay/Ceramic 
Raw Materials/Dolomite/Enamel 
Finished Products/Enamel Raw 
Materials/Feldspar/Glass/Lime 
Stone/Mug/Plate/Porcelain 
Wares/Quartz/Stone 
Wares/Ceramic Finished 
Products/Sand

Mercury (HgO) 5000 7

115 Lime Stone(IGCRT) Mesh Size 3000 7
116 Tiles Modulus of Rupture 3000 7
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Sl. No Name of Sample Test Parameter Instruments Name  Fee (Without VAT) Working Days

Institute of Glass & Ceramic Research and Testing (IGCRT)

117

Alum/Black Iron Oxide/Calcium 
Additive/Ceramic Glazes/Cold 
Lime/Diammonium Hydrogen 
Phosphate (DAP)/Inorganic 
Pigment/Lithopone/Magnesium 
Sulfate/Potassium Silicate/Red 
Iron Oxide/Chromium 
Oxide/Inorganic Chemicals

Moisture 1000 7

118 Cement Clinker/Zeolite Moisture 3000 7
119 Ceramic Material-(IGCRT) MOR 3000 7
120 Glass-(IGCRT)/ Alloy Nickel 3000 7

121
Diammonium Hydrogen Phosphate 
(DAP)

Nitrogen 5000 7

122 Black Iron Oxide Oil Absorption Value 3000 7
123 Inorganic Pigment Oil Absorption Value 3000 7
124 Red Iron Oxide Oil Absorption Value 3000 7

125

Sand/Lime Stone/Powder 
Material/Red Iron 
Oxide/Diammonium Hydrogen 
Phosphate (DAP)/Black Iron 
Oxide/Sulphur/Inorganic Pigment

Particle Size 3000 7

126
Solid,Semi 
Solid,Suspension,Colloidal

Particle Size 7

127 Alumina Percent Purity 3000 7



16

Sl. No Name of Sample Test Parameter Instruments Name  Fee (Without VAT) Working Days

Institute of Glass & Ceramic Research and Testing (IGCRT)

128

Calcium Additive/Black Iron 
Oxide/Antimonical Lead/Caustic 
Soda/Diammonium Hydrogen 
Phosphate (DAP)/Inorganic 
Acids/Inorganic Pigment/Cold 
Lime/Phosphoric Acid/Potassium 
Silicate/Red Iron 
Oxide/Sulphur/Sulphuric 
Acid/Inorganic Chemicals

Percent Purity 5000 7

129 Magnesium Sulfate/Alum pH 1000 7
130 Inorganic Chemicals pH 1000 7
131 Cement Admixture pH 3000 7

132

All Types of Ceramic 
Minerals/Minerals/Raw/Alloy/Cer
amic Raw Materials/Mineral 
Sample

Phase Analysis 6000 7

133 Alloy Phosphorus 3000 7

134

Cement Clinker /Diammonium 
Hydrogen Phosphate 
(DAP)/Dicalcium Phosphate 
(DCP)/Glass/Inorganic 
Acids/Mineral Sample/Phosphoric 
Acid/Sulphuric Acid/Inorganic 
Chemicals/Alloy/Mineral Sample

Phosphorus 3000 7

135 Alum Physical Test 3000 7
136 Alloy Platinum 5000 7
137 Mineral Sample Platinum 5000 7
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Sl. No Name of Sample Test Parameter Instruments Name  Fee (Without VAT) Working Days

Institute of Glass & Ceramic Research and Testing (IGCRT)

138
Cement Clinker/Ceramic 
Material/Clay 

Porosity 3000 7

139
Refractory Material/Rock/Stone 
Aggregate/Brick

Porosity (Apparent) 5000 7

140

Alloy/Alum/Brick/Bauxite/Cement 
Clinker/Ceramic Glazes/Fly 
Ash/Potassium Silicate/Refractory 
Material/Rice Husk 
Ash/Rock/Slag/Castable 
Material/Stone Aggregate

Potassium 3000 7

141
Inorganic Acids/Alum/Mineral 
Sample

Purity 5000 7

142 Inorganic Acids R2O3 3000 7
143 Phosphoric Acid R2O3 3000 7
144 Sulphuric Acid R2O3 3000 7
145 Tiles Rectangularity 3000 7
146 Tiles Resistance to Chemical 3000 7

147
Glass and Glass Ceramic 
Metals & Alloys

Sample cutting by precision
cutter [Range (Linear
Sample): Length:1-25 mm;
Width: 1-25 mm]

2500 7

148

Tiles, Ceramics, Refractories, 
Porcelain Body, Building 
Materials (Bricks, Concrete), 
Stone/Rock, Timber/Wood, 
Composites, Biological Solid 
Samples (Teeth’s, Bones etc.)

Sample cutting by precision
cutter [Range (Linear
Sample): Length:1-25 mm;
Width: 1-25 mm]

2000 7
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149 Tiles Scartch Hardness 3000 7
150 Sulphur Selenium 3000 7
151 Cement Clinker (IGCRT) Setting Time 6000 7
152 Ceramic Material-(IGCRT) Shrinkage 3000 7

153
Cement Clinker/Refractory 
Material

Silica 5000 7

154

Fly 
Ash/Alloy/Alum/Bauxite/Black 
Iron Oxide/Boiler 
Scale/Bowl/Brick/Ceramic 
Glazes/Feldspar/Enamel Raw 
Materials/Enamel Finished 
Products/Earthen 
Wares/Dolomite/Clay/Chromium 
Oxide/Ceramic Raw 
Materials/Glass/Gypsum/Lime 
Stone/Quartz/Potassium 
Silicate/Porcelain 
Wares/Plate/Mug/Mineral 
Sample/Magnesium 
Sulfate/Lithopone/Red Iron 
Oxide/Rice Husk 
Ash/Rock/Sand/Slag/Stone 
Wares/Zinc Ash/Zinc 
Dust/Castable Material/Ceramic 
Finished Products/Inorganic 
Chemicals/Stone Aggregate

Silica 3000 7

155 Zeolite Silica (SiO2) 1000 7
156 Inorganic Pigment Silica Impurities 4000 7
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157
Liquid Sample/Water/Drinking 
Water/Solid unknown Samples

Silicon 3000 7

158 Tiles Silicon Di-oxide 3000 7

159
Alloy/Antimonical Lead/Mineral 
Sample/Glass

Silver 5000 7

160 Cement Clinker (IGCRT) SM 3000 7
161 Cement Clinker (IGCRT) SO3 6000 7

162

Fly 
Ash/Bauxite/Gypsum/Refractory 
Material/Stone 
Aggregate/Slag/Rock/Rice Husk 
Ash/Brick/Boiler Scale

SO3 3000 7

163 Castable Material SO3 5000 7

164

Bauxite/Brick/Calcium 
Additive/Cement Clinker/Ceramic 
Glazes/Cold Lime/Dicalcium 
Phosphate (DCP)/Fly 
Ash/Magnesium Sulfate/Potassium 
Silicate/Refractory Material/Rice 
Husk Ash/Rock/Slag/Castable 
Material/Inorganic 
Chemicals/Zeolite/Stone 
Aggregate

Sodium 3000 7

165 Inorganic Pigment Solubility in Water 3000 7

166 Cement 
Soundness test (Autoclave 
expansion)

6000 7

167 Stone/Glass Special Comments 2500 7
168 Alumina Specific Gravity 2000 7
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169

Dry Horns 
Lead/Alumina/Glass/Inorganic 
Acids/Phosphoric 
Acid/Sulphur/Sulphuric 
Acid/Diammonium Hydrogen 
Phosphate (DAP)/Cold 
Lime/Calcium Additive/Caustic 
Soda/Inorganic 
Chemicals/Inorganic Chemicals

Specific Gravity 3000 7

170 Tiles Strength 3000 7
171 Inorganic Acids/Organic Acids Strength of Acid 3000 7

172

Alum/Magnesium 
Sulfate/Inorganic 
Acids/Phosphoric Acid/Sulphuric 
Acid

Sulphate 3000 7

173 Cement (OPC) Sulphate Resistance 9000 15
174 Bitumen Sulphur 5000 7
175 Stone Sulphur 3000 7
176 Alloy/Mineral Sample Tantalum 5000 7
177 Sulphur Tellurium 3000 7
178 Solid (IGCRT) TGA/DSC(upto 1200Â°C) 4000 7
179 Solid (IGCRT) TGA/DSC(upto 1500Â°C) 5000 7
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180

Glass and Glass Ceramic, 
Metals & Alloys, Tiles, 
Ceramics, Refractories, 
Porcelain Body, Building 
Materials (Bricks, Concrete), 
Stone/Rock, Liquid, Semisolid, 
Timber/Wood, Composites etc.

Thermal Analysis by 
Simultaneous Thermal 
Analyzer (STA) RT-800°C
(Dynamic)

5000 7

181

Glass and Glass Ceramic, 
Metals & Alloys, Tiles, 
Ceramics, Refractories, 
Porcelain Body, Building 
Materials (Bricks, Concrete), 
Stone/Rock, Liquid, Semisolid, 
Timber/Wood, Composites etc.

Thermal Analysis by 
Simultaneous Thermal 
Analyzer (STA) RT-800°C 
(Dynamic + Isothermal)

6000 7

182

Glass and Glass Ceramic, 
Metals & Alloys, Tiles, 
Ceramics, Refractories, 
Porcelain Body, Building 
Materials (Bricks, Concrete), 
Stone/Rock, Liquid, Semisolid, 
Timber/Wood, Composites etc.

Thermal Analysis by 
Simultaneous Thermal Analyzer 
801-1300°C
(Dynamic)

6000 7



22

Sl. No Name of Sample Test Parameter Instruments Name  Fee (Without VAT) Working Days

Institute of Glass & Ceramic Research and Testing (IGCRT)

183

Glass and Glass Ceramic, 
Metals & Alloys, Tiles, 
Ceramics, Refractories, 
Porcelain Body, Building 
Materials (Bricks, Concrete), 
Stone/Rock, Liquid, Semisolid, 
Timber/Wood, Composites etc.

Thermal Analysis by 
Simultaneous Thermal Analyzer 
801-1300°C
(Dynamic + Isothermal)

7000 7

184 Ceramic Material/Glass Thermal Analysis 5000 7
185 Tiles Thermal Shot 3000 7
186 Tiles Thickness 3000 7
187 Glass Thickness 1000 7
188 Alloy/Antimonical Lead Tin 5000 7
189 Ceramic Glazes Titanium 3000 7

190
Mineral 
Sample/Alloy/Glass/Zeolite

Titanium 5000 7

191 Cement Clinker (IGCRT) Total Alkalies 6000 7
192 Zeolite Total Alkalies 6000 7

193
Inorganic Acids/Sulphuric 
Acid/Phosphoric Acid

TS 3000 7

194 Alloy/Mineral Sample Uranium 10000 7
195 Liquid UV-Vis-NIR absorbance 2000 7

196 Sheet Glass
UV-Vis Spectrophotometric 
Analysis

2500 7

197
UV active liquid sample

UV-Vis spectrum, 
Absorbance, Maximum 
wavelength (lmax)

3000 7
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198
Liquid Ceramic Enamel/Liquid 
Ceramic/Liquid Sample/Semi 
Solid Ceramic/Urea Formaldehyde

Viscosity 3000 7

199 Tiles/Ceramic Material Water Absorption 3000 7
200 Alum Water insoluble Matter 1000 7

201
Alum/Calcium Additive/Cold 
Lime/Inorganic Chemicals

Water Molecule 3000 7

202 Inorganic Pigment Wetability 3000 7
203 Powder/Pellet/Thin Film XPS and UPS Analysis 18000 10
204 Powder/Pellet/Thin Film XPS Analysis 12000 10
205 Powder/Pellet/Thin Film XPS depth profiling 18000 12
206 Powder/Pellet/Thin Film XPS mapping 15000 12
207 Powder/Pellet/Thin Film/Film XRD phase identification 6000 7
208 Liquid XRD phase identification 7000 7

209
Powder,Pallet,Liquid,Thin 
Film,Film

XRD-2D 10000 7

210
Powder,Pallet,Liquid,Thin 
Film,Film

XRD-SAXS 8000 7

211
Solid / Semi-solid / Colloidal / 
Suspension / Liquid Zeta potential 

3000 7

212

Alloy/Antimonical 
Lead/Glass/Liquid 
Sample/Lithopone/Lithopone/Mine
ral Sample/Solid unknown 
Samples/Zinc Ash/Zinc 
Dust/Water/Drinking Water

Zinc 5000 7

213 Alloy/Glass/Mineral Sample Zirconium 5000 7


